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Hydrogen is implanted into �001� silicon under the strain field of previously formed overpressurized
helium plates. Upon thermal annealing, the hydrogen atoms precipitate into platelet structures
oriented within specific �111� or �001� variant determined through the local symmetry of the strain.
The behavior is understood in terms of elastic interactions and is described via energy minimization
calculations, predicting the formation and distribution of each platelet orientation variant. Our
results demonstrate the concept that sublocal organized arrangements of precipitates can be obtained
within nanosize domains using local strain fields. © 2008 American Institute of Physics.
�DOI: 10.1063/1.2958212�

Hydrogen in Si is known to precipitate in two-
dimensional �2D� cavities named H-platelets, which prefer-
entially form parallel to the surface when H is introduced via
ion implantation. Their evolution under annealing has been
studied in detail �for a review of hydrogen blistering in Si,
see Ref. 1�. In contrast, by plasma hydrogenation, the plate-
lets lie onto the �111� planes. This difference is related to the
in-plane stress induced by the implantation technique.2 Strain
can drive preferential nucleation of platelet variants.3,4 In the
present contribution, we demonstrate the possibility of ex-
ploiting local strain sources to tailor a sublocal architecture
of H platelets, creating organized nanodomains. In particular,
we use overpressurized helium filled platelike structures pro-
duced by helium implantation in �001� Si substrates,5 which
act as the local strain sources patterning a symmetrical ar-
rangement of platelets produced by hydrogen postimplanta-
tion. The observations are well described by model calcula-
tions based on elastic interactions and formation energies of
platelets. We also propose that nanoscale strain engineering
can further be developed and generalized as a tool to tailor
specific arrangements of nanoprecipitates discrete nan-
odomains of a periodic array. The organization of such nano-
precipitates within particular orientations, concentrations,
and symmetries at the nanometer scale allows the emergence
of collective excitation modes.6–8

The experiments were performed using 1–20 � cm
p-type �001� Si. The samples were submitted to two steps of
implantation, each one followed by annealing. In the first
step, He+ ions were implanted at 45 keV at a fluence of 1
�1016 cm−2, and the samples were annealed at 350 °C for
900 s in high vacuum. Overpressurized platelike cavities2

�He plates� oriented parallel to the surface are expected to
form at a depth close to the mean projected range of the He
ions �Rp

He�385 nm according to the stopping and range of
ions in mater �SRIM� calculations9�. In the second step, the
samples were implanted with 30 keV H2

+ ions at 0.5
�1016 cm−2 and annealed at 300 °C for 1800 s, leading to
the precipitation of H platelets at �200 nm from the strain
sources �i.e., the He plates�. The implantations were per-
formed at room temperature with a current density of
0.5 �A cm−2. The specimens were characterized by trans-

mission electron microscopy �TEM� in cross-sectional
samples and observed at 200 keV in a JEM 2010
microscope.

The first implantation/annealing step forms He plates
lying on the �001� habit planes parallel to the surface at a
depth �Rp

He. The second implantation/annealing step pro-
duces an H related damaged region located between the He
related damage layer and the surface. Figure 1 shows the
resulting microstructure. In the zones where He plates were
not present directly underneath, the H platelets are found to
be preferentially aligned parallel along the �001� planes. For
regions directly above a He plate, the H platelets are prefer-
entially aligned to specific �111� lattice variants with respect
to the strain field symmetry axis �001�. The orientation of H
platelets is clearly influenced by the local strain field of the
He plate. Due to its cylindrical symmetry, the four possible
�111� variants of H platelets are arranged in a quadrant ar-
chitecture. Two �111� variants are observed when imaging
along the �−110� direction �Fig. 1�; the two other being seen
when performing the observations along the �−1−10� direc-
tion. The pictographs in Fig. 2 illustrate the three dimen-
sional �3D� representation of the nanostructure. The normal
direction of each platelet variant group converges into the
�001� axis. This is an example of unique nanoscale geometri-
cal arrangement of objects with a local fourfold rotation
symmetry.

A model based on elastic interactions for the nucleation
of H-precipitates in a semi-infinite solid was then developed.
To simplify, the calculation was conducted in 2D, the He
plate was modeled as an edge dislocation dipole running
along the y axis, i.e., the �−1−10� direction of the crystal,
and the H-precipitates were modeled as dislocation loops10

of interstitial nature �Burgers vector b� =−bn��.
The energy of formation ET of H platelets under the

influence of a strain field is given by

ET = Ef +� b�H 	 dS� , �1�

where Ef is the self-energy, dS� =dS ·n� a surface element, and
	 is a total stress tensor caused by both the overpressurized
He plate and the implantation �in-plane stress�. The compo-
nents of the elastic stress field were then obtained by solving
the appropriate Airy’s stress function.11 However, due to the
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proximity of a free surface, a second dipole of image dislo-
cations with opposite Burgers vector at the mirror position
outside the crystal as well a surface distribution of Bouss-
inesq’s forces were also introduced. The in-plane stress
due to the implantation is given by �yy

in-plane=−2���d /d�z,
where ��d /d�z is the z-dilatation of the lattice due to the
H-implantation. This dilatation was taken as constant at its
maximum value, allowing a description of the H platelet
variant distribution to any chosen Rp

H. The energy density
variation �E of the platelets is then

�E = − �ny
2�

yy
* + 2nynz�zy

* + nz
2�

zz
* � , �2�

where �ny ,nz� values are the projections in 2D of the unit
Burgers vectors to each variant, i.e., �0,1� and
�−
2 /
3,1 /
3� for the �001� and �111� H platelets, respec-
tively. Their formation energy Ef was assumed to be
similar12 even if TEM observations suggest that Ef

�100�

�Ef
�111�; it does not affect the results much. Finally, the cal-

culations were done by introducing a factor k, which is de-
fined as13

k = a
4��1 − ��
beff

He plate �	d

d
�

Z
, �3�

where � is the shear modulus, � is the Poisson’s ratio,
a is the radius of the He plate, and beff

He plate is the effective
Burgers vector of the He plate. The effective Burgers vector
beff

He plate�7 nm was estimated from the calculations of
�zz�0,Rp

He� and assuming a He plate with a radius a
=100 nm under thermal equilibrium pressure conditions.14

The maximum of the strain for 0.5�1016 cm−2 H2
+ was esti-

mated to be on the order of 0.3%.15 This leads to a value of
k=0.4.

Figure 3 is a map of isoenergetic regions plotted with
�E intervals of 0.1 ��100 MPa�; the calculations were done
using a unit of length a=100 nm. Whereas the isoenergetic
regions for the �001� platelets �Fig. 3�b�� are symmetrically
distributed around the stress symmetry axis z, the �111�-

platelet map �Fig. 3�a�� presents asymmetry where the par-
ticular �111� variant is favorable �i.e., has the lowest ET� in
one quadrant of the 3D structure. Figure 3�c� shows the �E
level variations at the depth z=Rp

He /2�Rp
H. The formation of

the �111� platelets is favorable from y=0 up to y�1.5a, in
good agreement with the TEM observations �see Fig. 1�.

By changing the conditions of H-implantation, different
distributions of the �111� and �001� platelets can be pre-

FIG. 2. �Color online� 3D pictograph of the nanostructure: �a� top view with
the four �111� variants of the H platelets in their respective quadrant, �b�
front view, and �c� perspective view.

FIG. 1. Bright-field TEM image, kinematical diffraction condition, overfocus, taken after the He-plate formation, followed by H2
+ implantation �30 keV, 5

�1015 cm−2 and annealing at 300 °C for 1800 s�. A specific arrangement of �111� H platelets is observed where the He-plate is located underneath. Beyond
the H platelets are found lying on the �001� planes parallel to the surface.
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dicted. Moreover, Eq. �1� suggests that even a precipitate
with higher self-energy �Ef1�Ef2� could be favored by an
appropriate stress tensor, resulting in E1

T
E2
T. In this way,

one could imagine that by adequate stress engineering, it
is possible to induce the appearance of precipitates that
have not already been observed due to their unfavorable
self-energy.

In conclusion, we demonstrate that in �001� silicon, four
specific �111� variants of H platelets can be exclusively
formed within an auto-organized nanometer domain deter-
mined by the symmetry axis of a local strain field. The phe-

nomenon has been modeled and the results are in good
agreement with the experimental observations. Other geom-
etries of strain fields will certainly conduct different arrange-
ments of precipitates. Hence, these results set the basis for
the formation of localized and controlled 3D arrangements of
objects at the nanoscale level using a bottom-up local strain-
engineering approach.
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FIG. 3. �Color online� Maps of isoenergy regions of �a� �111� platelets and
�b� �001� platelets. The curves in �c� show the �E level variations at z=
−2a for �111� platelets �continuous line� and �001� platelets �dashed line�.
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